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CONSERVAÇÃO E RESTAURO 
 
 
Diagnóstico, monitorização, estudo tecnológico e de materiais 
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Batalha e Mosteiro de Celas de Coimbra e amostras das pedreiras do Reguengo do Fetal e do 
Lagedo, rochas a usar eventualmente em futuros restauros. Lisboa: Laboratório de Mineralogia 
e Petrologia do Instituto Superior Técnico, 1981. Relatório interno. 
PDF | Sim  
 
IDEM – Relatório do LAMPIST durante 1982 referente a estudos sobre amostras das Capelas 
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IDEM – O Mosteiro de Santa Maria da Vitória: suas rochas e patologias. In As rochas dos 
monumentos portugueses: tipologias e patologias. Vol. II. Lisboa: Instituto Português do 
Património Arquitectónico, 2001, p. 452-471. 
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https://www.academia.edu/87733096/Biodegradation_and_Microbial_Contamination_of_Lim
estone_Surfaces_An_Experimental_Study_from_Batalha_Monastery_Portugal?email_work_ca
rd=title 
 
DING, Yufan; MIRÃO, José; REDOL, Pedro; DIAS, Luís; MOITA, Patrícia; ANGELINI, Emma; 
SCHIAVON, Nicola – A combined petrographic and geochemical metrological approach to 
assess the provenance of building limestone used in the Batalha Monastery (Portugal). In 2019 
IMEKO TC-4 International Conference on Metrology for Archaeology and Cultural Heritage. 
Florence: International Measurement Confederation (IMEKO), 2019, p. 338-342.  
https://www.academia.edu/75432495/A_combined_petrographic_and_geochemical_metrolo
gical_approach_to_assess_the_provenance_of_the_building_limestone_used_in_the_Batalha
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